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Surface Preparation - Cleanliness

Elcometer 135A & 135B  Bresle Patches
The Elcometer 135A Bresle Sampler is a self-
adhesive rubber film patch with a sealed 
compartment for sampling of soluble 
impurities from steel surfaces with a suitable 
solvent. 

The Elcometer 135A Bresle Samplers are also part of the 
Elcometer 138/2 Surface Contamination Kit. 

Elcometer 135B Bresle Patches are used to 
determine surface chloride contamination 
and are self-adhesive rubber film patches 
with a sealed compartment for sampling 
soluble impurities from steel surfaces with a 
suitable solvent.

Elcometer Bresle Patches are also available as part of the 
Elcometer 138 Bresle Salt Kit.

STANDARDS:
ISO 8502-6

Technical Specification

Part Number Description Tests per kit
E135----A25 Elcometer 135 Bresle Sampler 25
E135----A Elcometer 135 Bresle Sampler 50
E135----B Elcometer 135B Bresle Sampler 25
Test Area 1250mm², 12.5cm² (1.93sq inches)
Sample Volume 2.6ml ± 0.6ml
Dimensions 52 x 52mm (2.0 x 2.0”)
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